
Jazz CS

Uses:

Accessories, Boat and Caravan, Contract Upholstery, Curtains and Drapery, Upholstery
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Fabric Jazz CS 2 Sky

9602

1013702

Fabric Jazz CS 3

Green 9703

1013703

Fabric Jazz CS 5

Wheat 9114

1013705

Fabric Jazz CS 6

Cinnamon 9207

1013706

Fabric Jazz CS 7

Stone 9803

1013707

Fabric Jazz CS 11

Pink 9501

1013711

Fabric Jazz CS 12 Ice

9604

1013712

Fabric Jazz CS 13

Light green 9706

1013713

Fabric Jazz CS 15

Terra 9302

1013715

Fabric Jazz CS 16

White beach 9107

1013716

Fabric Jazz CS 17

Steel 9805

1013717

Fabric Jazz CS 21

Brick 9407

1013721

Fabric Jazz CS 23

Cool green 9705

1013723

Fabric Jazz CS 26

Beige 9108

1013726

Fabric Jazz CS 27

White silver 9109

1013727

Fabric Jazz CS 31

Orange 9404

1013731

Fabric Jazz CS 47

Night 9804

1013747

Fabric Jazz CS 51

9504 Lavender

1013751

Fabric Jazz CS 9212

Java

1013752

Fabric Jazz CS 9202

Latte

1013753

Fabric Jazz CS 9203

Oats

1013754

Fabric Jazz CS 9322

Apricot

1013755

Fabric Jazz CS 9312

Chipotle

1013756

Fabric Jazz CS 9412

Marsala

1013757

Fabric Jazz CS 9205

Ametist

1013758

Fabric Jazz CS 9217

Aventurine

1013759

Fabric Jazz CS 9702

Emerald

1013760

Fabric Jazz CS 9612

Petrol

1013761

Fabric Jazz CS 9616

Turquoise

1013762

Fabric Jazz CS 71

Violet 9410

1013771

Fabric Jazz CS 81

Apricot 9116

1013781
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Width: 150 cm ± 2 %

Composition: 100% Trevira CS

Weight (g/m²): 350 ± 5 %

Roll length (m): 50

Type: Yarn dyed

Oeko-Tex Certificate No: 073313.O

Eco-Lable Certificate No: IT/016/032

Fire test: BS 5852 Crib 5, BS 7176, DIN 4102 B1, EN

1021-1 & 2, IMO 2010 FTP Code Part 8, M1

Martindale: 120000 (ISO 12947-2)

Change of colour: 4-5

Pilling: 4-5 (ISO 12945-2)

Colour fastness to rubbing - dry: 5 (ISO 105-X12)

Colour fastness to rubbing - wet: 4-5 (ISO 105-X12)

Color Fastness To Light: 7 (ISO 105-B02)

Seam slippage Warp: 1,0 mm (ISO 13936-2)

Seam slippage Weft: 1,0 mm (ISO 13936-2)

Dimensional change Warp: - 4,5 % (ISO 5077)

Dimensional change Weft: - 1,5 % (ISO 5077)

Colour fastness to water wash: ISO 105-C06

Staining, multi-fibre : 5

Change of colour: 5

Colour fastness to dry cleaning: ISO 105-D01

Staining, multi-fibre: 5

Change of colour : 5

Colour fastness to waterspottning: ISO 105-E16

Change of colour : 5

Colour fastness to perspiration: ISO 105-E04

Staining, multi-fibre: 5

Change of colour: 5

This material can be cleaned with disinfectants. Always test on a less visible surface before use. Approved active ingredients: Hydrogen

peroxide 5%, 2-propanol 80%, Ethyl alcohol 80%, Sodium hypochlorite 0.5% (bleach), Chloramin-T 5%, Chlorhexidine 0.05%. Do not

clean with anything other than what is recommended.
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